A Journal of

Accepted Article
Title: Selective Calixarene Directed Synthesis of MXene Plates,
Crumpled Sheets, Spheres and Scrolls
Authors: Arni Vaughn, Jeremy Ball, Tobias Heil, David Morgan, Giulio
Lampronti, Gabija Maršalkaitė, Colin L Raston, Nicholas P
Power, and SUELA KELLICI
This manuscript has been accepted after peer review and appears as an
Accepted Article online prior to editing, proofing, and formal publication
of the final Version of Record (VoR). This work is currently citable by
using the Digital Object Identifier (DOI) given below. The VoR will be
published online in Early View as soon as possible and may be different
to this Accepted Article as a result of editing. Readers should obtain
the VoR from the journal website shown below when it is published
to ensure accuracy of information. The authors are responsible for the
content of this Accepted Article.
To be cited as: Chem. Eur. J. 10.1002/chem.201701702
Link to VoR: http://dx.doi.org/10.1002/chem.201701702

Supported by

10.1002/chem.201701702

Chemistry - A European Journal

Selective Calixarene Directed Synthesis of MXene Plates, Crumpled Sheets,
Spheres and Scrolls
Arni Vaughn, Jeremy Ball, Tobias Heil, David J. Morgan, Giulio I. Lampronti, Gabija
Maršalkaitė, Colin L. Raston, Nicholas P. Power, Suela Kellici*
Mr. A. Vaughn, Dr J. Ball, Dr S. Kellici
Advanced Materials Research Centre, School of Engineering, London South Bank University,
103 Borough Road, London, SE1 0AA, United Kingdom *E-mail: kellicis@lsbu.ac.uk
Dr T. Heil
Max Planck Institute of Colloids and Interfaces, Department of Colloid Chemistry, 14424
Postdam, Germany
Dr D. J. Morgan
Cardiff Catalysis Institute, School of Chemistry, Cardiff University, Park Place, Cardiﬀ, CF10
3AT, United Kingdom
Dr G. I. Lampronti, Ms G. Maršalkaitė
Department of Earth Sciences, University of Cambridge, Madingley Road, Cambridge CB3 0EZ,
United Kingdom
Prof C. L. Raston
Centre for NanoScale Science and Technology, School of Chemical and Physical Sciences,
Flinders University, Bedford Park SA 5042, Australia
Dr N. P. Power
School of Life, Health & Chemical Sciences, Open University, Walton Hall, Milton Keynes,
MK7 6AA, United Kingdom

Abstract: Fully exploiting the electronic and mechanical properties of 2D laminar materials not
only requires efficient and effective means of their exfoliation into low dimensional layers, but
also necessitates a means of changing their morphology so as to explore any enhancement that
this may offer. MXenes are a rapidly emerging new class of such laminar materials with unique
properties. However, access to other morphologies of MXenes has not yet been fully realised. To
this end we have developed the synthesis of MXenes (Ti2C) as plates, crumpled sheets, spheres
and scrolls, which involves selective intercalation of p-phosphonic calix[n]arenes, with control in
morphology arising from the choice of the size of the macrocycle, n = 4, 5, 6 or 8. This opens up
wider avenues of discovery/design for new morphologies from the wider family of MXenes
beyond Ti2C, along with opportunities to exploit any new physico-chemical properties proffered.
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MXenes are a new and unique class of graphene-like 2D materials, first reported in 2011.1 They
have exciting electronic and mechanical properties and this has invigorated further research from
the wider community with the aim of exploiting and enhancing their properties for a diverse
range of technologies, including energy production and storage,2,3 bio-sensing4,5,6 and
antibacterial activity.7 MXenes are composed of early transition metal carbide/nitrides which are
produced via etching of the 3D MAX parent phase followed by solution based exfoliation using
sonication. The parent phase has a general composition of Mn+1AXn (n = 1, 2, or 3)1,8,9 where M
is an early transition metal (e.g. Ti, V, Cr), A is a group 3A or 4A element (e.g. Al, Si, Sn), and X
can be carbon/nitrogen. Contrary to graphene and other layered materials, which are held together
by weak van der Waals interactions, inter-planar M-A bonding is inherently strong. Selective
chemical etching out the A layer from the MAX phase, typically using hydrofluoric acid (HF) (or
lithium fluoride in hydrochloric acid or ammonium difluoride),3 results in surface functionalized
(OH, O or F, noted as Tx) stacks of Mn+1XnTx layers.10,11 The resulting MX phase multi-layered
plates can then undergo exfoliation to produce few or single layered 2D nanosheets of
hexagonally arranged metal carbides or nitrides, which are said to resemble graphene sheets,
leading to them being named MXenes.12

MXenes exhibit promising properties for use as Li-ion battery electrodes,2,8 energy storage supercapacitors,1,13 and selective heavy-metal adsorption.14,15 However, there are challenges to address,
as most of uses of these materials are restricted to the structure of MXene in layered bulk form.
This possibly reflects a non-optimisation of performance or efficiency for the materials, and the
properties of MXenes could be enhanced by increased delamination to achieve fewer layered
plates. As with other 2D nanomaterials such as graphene, an increase in functionality is
considered to be due to the larger lateral surface area, and the extent/type of functional surface
2
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termination groups.10,11 Since the first report by Naguib et al. on MXenes,1 other approaches for
delamination of MXenes have been reported, which rely on ultrasonication in the presence of
intercalating agents other than just solvent with varying degrees of success. This includes the use
of tetrabutylammonium hydroxide, choline hydroxide, n-butylamine, isopropylamine, dimethyl
sulphoxide (DMSO), and hydrazine monohydrate with dimethylformamide.8,12,16,17 Although
DMSO is very effective for the delamination of multi stacked Ti3C2 plates into few or single
layer 2D sheets, it has not been as effective on other types of MXenes.17 In addition, there are no
reports on the effect of sonication in the presence of intercalation/surfactant agent to control the
morphology of the sheets. The ability to manipulate the shape, and indeed the size of the particles
of MXenes, especially at the nanoscale is important in fine tuning the properties of the materials
for specific applications. Thus, developing a controlled approach for tailoring the morphology of
metal carbide sheets would be a valuable strategy for controlling their functionality and
properties. In this context, we have recently established that water soluble calixarene macrocycles
bearing sulfonate or phosphonate moieties,18 are quite adept and useful as surfactants in the
generation of graphene quantum dots,19 Ag-graphene nanoparticle composites,20 and indeed in
the exfoliation of graphene, hexagonal boron nitride, tungsten disulphide and molybdenum
disulphide.21,22 Herein we have systematically explored the potential of p-phosphonated
calixarenes, Figure 1, as intercalating agents for MXene, establishing the remarkable ability to
not only control the exfoliation, but also to control their morphology, depending on the number of
phenolic rings in the macrocycle.

Calix[n]arenes are macrocycles comprised of n phenol groups (n usually 4, 5, 6 or 8) linked by
methylene bridges at the ortho-position with p-phosphonic acid calixarenes readily prepared in
high yield from the ubiquitous p-tertbutyl calix[n]arenes.18 Exfoliation of the 2D materials was
3
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particularly effective using the largest calixarene, namely p-phosphonic acid calix[8]arene
(PCX8)21 and this relates to its solubility in aqueous solutions over a wider pH range than its
smaller sized counterparts.22 This property also offers advantages over other exfoliation methods
(e.g. ion intercalation which can be time consuming) and the ability to assist exfoliation in water
rather than organic solvents, thereby reducing the potential for generating a waste stream. Also
noteworthy is that p-phosphonated calix[n]arene are effective in templating the growth and
stabilizing metallic nanoparticle,23 and size selective uptake of Single-Walled Carbon NanoTubes (SWCNT).24

Herein we report the exfoliation and unprecedented control of morphology of Ti2C (MXene)
multi-layered plates derived from the MAX phase parent Ti2AlC following the aforesaid HF
etching. Control of morphology was predetermined by the choice of ring size of the p-phosphonic
acid calix[n]arene (PCXn) in the aqueous solutions under ultrasonication, as summarised in
Figure 1. The resulting nanomaterials were characterized using scanning electron microscopy
(SEM), transmission electron microscopy (TEM), X-ray photoelectron spectroscopy (XPS),
Raman spectroscopy, X-ray powder diffraction (XRD) and atomic force microscopy (AFM).

Undoubtedly intercalating each of the PCXn between the layers of Ti2CTx during sonication was
accompanied by water, with the resulting delamination of the MXene layers uniquely affording
five different stable aqueous colloidal solutions. Images for the Tyndall effect17 are shown for
each of the Ti2C particle solutions in Figure 1. For convenience, the MXenes Ti2C (M)
synthesized via p-phosphonic acid calix[n]arene assisted ultrasonication are labelled M-PCXn,
where n = 4, 5, 6, and 8 for the respective calixarene ring size.
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Ti2C

Figure 1. Schematic illustration summarizing the synthesis of different morphologies of
Ti2C. The materials were derived from HF etched MXene, mediated by ultrasonication in the
presence of p-phosphonic acid calix[n]arenes (PCXn). Note the Tyndall effect images for
corresponding samples as confirmation of generating colloidal solution.

SEM (Figure 2) and TEM (Figure 3) images show the progressive change in MXene from plate
like morphology to needle like scrolls, depending on the choice of PCXn. The characteristic MX
phase Ti2C, after HF treatment to remove the Al layers, is evidenced in Figure 2a. Multi-layered
5
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plates from the control MXene sample (control MX) involving ultrasonication in the absence of
any PCXn are evident in Figures 2b and 3a.
(a)

HF MXene

(b)

Control MX

10 µm
(d)

M-PCX5

20 µm

(c)

2 µm
(e)

M-PCX6

20 µm
(f)

100 µm

5 µm

M-PCX4

M-PCX8

5 µm

Figure 2. SEM images of MXene materials. (a) HF treated MXene prior to sonication. (b)
Ultrasonicated MXene with plate like morphology. (c) PCX4 assisted sonication of MXene
displaying thin sheet like morphology. (d) PCX5 assisted sonication of MXene displaying sheet
like morphology as well as crumpled sheets. (e) PCX6 assisted sonication of MXene displaying
spherical particles. (f) PCX8 assisted sonication of MXene displaying scroll like morphology.

Following ultrasonication of MXene in the presence of PCX4 (Figures 1 and 2c), visible
translucent thin sheets were produced displaying micron sized lateral dimensions. In contrast,
sonication with PCX5 (Figures 1 and 2d), resulted in thicker plate like morphology (greater
number of layered sheets), albeit with greater delamination compared to the control (Figures 2b
and 3a). Interestingly, SEM (See SI), TEM (Figure 3c and SI) and AFM (Figures 4c and 4d)
images established that some M-PCX5 sample had formed crumpled-up sheet morphology. This
crumpling is most likely a consequence of supramolecular and/or covalent interplay between the
phosphonic acid and/or phenolic moieties of PCX5 with the MXene sheets coupled with the five6
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fold symmetry calixarenes avoiding self-assembly into close packed flat 2D sheets on the surface
of the MXene, which would have symmetry constraints. Covalent bonding between MXene and
the phosphonic acid moieties of the calixarene is supported by XPS data, with Ti-O bonds at
456.0 eV and a signal for P(2p) at 134.0 eV, noting that neither of these signals were evident in
the control sample (discussed later). Although this unusual shape of the materials formed in the
presence of PCX5 did not represent the majority of the sample, it is important to mention as it
was observed in repeated M-PCX5 sample images and may provide a clue to the evolutionary
morphology occurring in the MXene samples as the size of the calixarene macrocycle increases,
whilst offering scope for further exploration.

PCX6 assisted delamination of MXene resulted in the predominant formation of spherical
particles, displaying an average size of 4.2 µm ± 1.9 µm (45 individual particle measurements
from SEM and TEM), throughout the sample product (Figure 2e, 3d and 4e). Also, observed
from SEM (insert in Figure 2e) and more apparently in TEM images (Figure 3d), is a consistent
circular cavity in the spherical MXene structures, averaging less than 1µm in diameter. The
formation of MXene spheres appears to be unprecedented. PCX6 has an inherently greater
conformational flexibility relative to both PCX4 and PCX5, which may be pivotal in controlling
the formation of spherical particles, but not the presence of circular cavities visible throughout
many of the particles. Clearly this warrants further investigation, not only in elucidating the
mechanism behind the formation of the spherical structures, but also other structures. In all the
examples studied, XPS data (discussed later) reveals and supports that p-phosphonic acid
calix[n]arenes are intimately entwined with the MXenes.
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The largest phosphonic acid calixarene, PCX8, has the greatest conformational flexibility and
dexterity, which presumably relates to its ability to transform MXene (Ti2C) sheets into scrolls
(Figure 2f, 3e, 3f and 4d). This is in high yield with the scrolls having diameters derived from
SEM imaging in the range of 0.5-0.9 µm. Whilst preliminary evidence of scroll formation for
MXenes (Ti3C2) had been noted in the original report,1 these were in low yield and found
scattered among the predominant delaminated layers. We envisage that the M-PCX8 scrolls arise
from the flexible calixarene being able to effectively interplay with an MXene sheet from either
side of the plane of the macrocycle. It is also notable that the calixarene is possibly effective in
acting as a wedge in starting the exfoliation process, as proposed for the effective exfoliation of
graphene using the same calixarene.22 The formation of scrolls may offer a pathway to the
development of nanotubes of MXene. Interestingly, computational studies indicate that MXene
nanotubes (both Ti2C and Ti3C2 and their hydroxylated forms Ti2C(OH)2 and Ti3C2(OH)2) with
thinner walls (Ti2C and Ti2C(OH)2 variants) would be the more stable, with the stability
increasing as the diameter of the nanotubes increases.25 Moreover, O-functionalized MXene
nanotubes, Ti2CO2, were calculated with more favourable strain energies, giving negative values
for diameters greater than 2.5 nm, compared to values for Ti2C nanotubes which were small but
positive at all calculated diameters.26 It was also estimated that an increasing diameter of the
Ti2CO2 nanotubes would be accompanied with a commensurate narrowing of its band gap from a
calculated maximum of 1.1 eV, thus suggesting control of band gap tuning is readily achievable
if structural control of the MXene nanotubes is mastered. In addition, the electronic structure of
the Ti2C nanotubes is expected to possess a metallic-like character, whilst the MXene planar
layers would exhibit behaviour that would be dependent on the lack of or presence of surface
terminal groups (OH, O) and their subsequent arrangement that is either metallic-like or
semiconducting character.25,26
8
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(a)

Control MX

(b)

M-PCX4

(c)

M-PCX5

(d)

M-PCX6

(e)

M-PCX8

(f)

M-PCX8
1.05 ± 0.02 nm

Figure 3. TEM images with selected area electron diffraction (SAED) (inset) of Mxene
samples. (a) Control MXene (Ti2C). (b) MXene thin sheets produced in the presence of PCX4.
(c) M-PCX5 material. (d) Spherical M-PCX6 with an apparent amorphous SAED. (e) Scroll like
M-PCX8. (f) M-PCX8 materials reveal an average spacing of 1.05 ± 0.02 nm similar to reported
values for lattice spacing for sodium ion intercalated Ti2CTx.28

TEM imaging with the corresponding selected area electron diffraction patterns (SAED)
indicated that all samples (Figure 3), except M-PCX6 (Figure 3d), retained the characteristic
hexagonal crystal structure of the parent MAX phase, Ti2AlC, as evidenced by the typical
diffracted patterns showing hexagonal symmetry.27 The TEM image for M-PCX8 at higher
resolution (Figure 3f), provided an average lattice spacing of 1.05 ± 0.02 nm, indicative of metal
carbide spacing and is consistent with TEM measured values for sodium ion intercalated
9
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Ti2CTx.1,28 The SAED for M-PCX6, however, generally indicated that the material was
amorphous. AFM images (see SI for details) of exfoliated MXene sheets compliment SEM
images.

XPS surface analysis for the Ti(2p) spectra (Figure 4a) indicated metal-carbide peaks in the
Ti(2p3/2) region at approximately 455.5 eV14 with weaker peaks at around 46.01 eV for Ti(2p1/2),
thus confirming the presence of Ti-carbide at the surface of the samples. The Ti(2p3/2) peak,
attributable to Ti-carbide, is stronger than for both the HF treated MXene prior to sonication, and
the control group with no PCXn. For the M-PCXn samples, the signals around 456.0 eV can be
ascribed to the presence of C-Ti-O bonds, arising from partial oxidation of Ti-C moieties. The
higher binding energy peak at ca. 459.0 eV can be attributed to C-Ti-F bonds, as expected from
the terminal groups known to be produced via the etching of 3D MAX phase.10,11 It is noteworthy
that, compared to previously reported work,10 differences of ca. 0.5 eV in binding energies come
from differences in our energy referencing (See SI). XPS analysis for all M-PCXn samples, and
standalone p-phosphonic acid calix[n]arenes, revealed a strong P(2p) signal at 134.0 eV (± 0.2
eV), which is characteristic of the phosphorous based calixarene (Figure 4b). The presence of
PCXn in MXene samples is reflected in the C(1s) spectrum (Figure 5c), with strong peaks for the
C-C (∼ 285.0 eV) and C-P (∼ 286.5 eV), and the weak pi-pi* transitions (∼ 291.5 eV) possibly
from the aromatic structure present in the calixarene macrocycle.

10
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(c)

(b)

(a)

(d)

Figure 4. Structural characterisation of MXene samples. (a) XPS spectra with binding
energies for the Ti(2p) region from all MXene samples (b) P(2p) region for MXene and M-PCXn
samples (c) and the C(1s) region; (d) stacked PXRD patterns.

XRD lends further insight to study the crystal structure of MXene samples (Figure 4d). The
crystal structure of Ti2CTx MXenes is reported to be hexagonal P63/mmc with a lattice constant a
~0.3 nm.9,12 However, Pawley refinements on the PXRD data collected on the control, M-PCX4,
M-PCX5 and M-PCX8 samples (see SI for details) suggest that the unit cell a parameter has to be
11
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doubled to index all peaks in the patterns. By doubling the a parameter, we adopted a k subgroup
of type IIb (same space group, larger unit cell) of the symmetry generally reported for MXene
materials in space group P63/mmc.9,12 The c parameter, ~ 1.85 nm, is comparable to that for Li+
intercalated Ti2CTx MXenes reported in the literature29 but longer than the reported values for
cold pressed Ti2CTx

9,12

and Na+ intercalated Ti2CTx.28 A periodicity perpendicular to the

direction of elongation and close to c/2 (ranging from 0.93 to 1.1 depending on the area selected)
is also found by TEM analyses (see Figure 3f). This corresponds to the stacking periodicity of the
Ti2C layers. Such periodicity does not appear constant over the whole crystal and could be
affected by variations in the interlayer content or merely by TEM sample preparation or electron
beam damage.
The resulting unit cell parameters from the Pawley refinements are reported in Table 1. The
crystal size of the polycrystalline powder calculated from the peak broadening according to the
Scherrer equation was 11 ± 2 nm for all samples. Structural Rietveld refinements would not be
reliable due to the intrinsic bad quality of powder diffraction data from the nanocrystalline
materials. Nonetheless, a principal component analysis (PCA) test was performed to investigate
the differences between the PXRD patterns shown in Figure 4d (see SI).

Table 1. MXene samples unit cell parameters resulting from the Pawley refinements. The
estimated standard deviations are shown in brackets. χ2 and Rwp for each refinement are also
reported. Refinement plots and details are reported in the SI.
a [Å]

c [Å]

χ2

Rwp [%]

Control

6.698(4)

18.32(2)

1.84

4.97%

M-PCX4

6.808(4)

18.51(2)

1.77

4.24%

M-PCX5

6.651(9)

17.94(5)

1.24

3.57%

M-PCX8

6.785(6)

18.39(2)

1.4

3.81%

Sample
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The PCA test indicates that the M-PCX4 sample is more similar to the control sample than MPCX5 and M-PCX8, the latter being the most different of them all. Since the diffraction peak
broadening does not change significantly from one sample to the other, the difference must be
related mostly to the intensities. This observation suggests that the textural differences observed
by SEM analyses, where the control and M-PCX4 sample show a similar morphology, reflects
similarities in their crystal structures. This would further confirm that this calixarene macrocycle
in M-PCX4 is small and crosses between the MXene layers, while this is no longer the case with
M-PCX5 and M-PCX8. Sample M-PCX6 was not included in the Pawley refinement study or in
the PCA investigations due to the amorphous nature of its powder diffraction pattern (see SI).

Raman spectra of the MXene samples (see SI for details) feature peaks II, III and IV that
correspond to MXene which can be assigned to the vibrations of non-stoichiometric titanium
carbide.30 The spectra for the materials also indicate the presence of anatase TiO2 (peak I), which
is most likely due to the localised heat generated during Raman analysis. The Raman spectra
demonstrated a significant peak broadening and downshifting after exfoliation for all the samples,
except M-PCX8. The peak downshifting is typically attributed to the decrease in layer thickness
of 2D inorganic materials.1,30
In summary, we have established that the presence of p-phosphonic acid calix[n]arene (PCXn)
during ultrasonication of MXene in water, not only resulted in delaminated MXene, but also the
ability to control/change the morphology of the MXene. The ability to generate sheets, crumpled
sheets, spheres or scrolls may be applicable to a wide range of laminar materials. In addition, this
work sets the scene for further developing the potential of MXenes from the 60 plus currently
known existing MAX phases31 thus offering scope for a diverse range of potential applications.
13
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