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Abstract 16 

Metamaterials with adjustable, sometimes unusual properties offer advantages over conventional 17 
materials with predefined mechanical properties in many technological applications. A group of 18 
metamaterials, called modular metamaterials or metastructures, are developed through the 19 
arrangement of multiple, mostly similar building blocks. These modular structures can be 20 
assembled using prefabricated modules and reconfigured to promote efficiency and functionality. 21 
Here, we developed a novel modular metastructure by taking advantage of the high compliance of 22 
pre-programmable double-spirals. First, we simulated the mechanical behavior of a four-module 23 
metastructure under tension, compression, rotation, and sliding using the finite-element method. 24 
Then, we used 3D printing and mechanical testing to illustrate the tunable anisotropic and 25 
asymmetric behavior of spiral-based metastructures in practice. Our results show the simple 26 
reconfiguration of the presented metastructure toward the desired functions. The mechanical 27 
behavior of single double-spirals and the characteristics that can be achieved through their 28 
combinations make our modular metastructure suitable for various applications in robotics, 29 
aerospace, and medical engineering. 30 
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1. Introduction 35 

Structured materials with unprecedented tunable properties have been increasingly developed in 36 
recent years and found applications in robotics [1,2], electronics [3], energy harvesting systems [x1, 37 
x2], biomedical engineering [4], aerospace engineering [5,6], structural engineering [7], etc [8,9, x3]. 38 
These materials, which are referred to as metamaterials, are engineered to exhibit properties that 39 
are derived from their architecture, rather than constituent materials [10,11]. Negative swelling ratio 40 
[8], negative thermal-expansion coefficient [12], negative Poisson’s ratio [13], negative moduli [14], 41 
anisotropic behavior [15,16], reversible non-linear deformability [17,18], programmability [19,20], 42 
and shape memorability [x4] are some of the obtained mechanical properties. 43 

Modular metamaterials consist of rationally designed modules or unit cells linked to each other. 44 
In these materials, desired mechanical properties can be achieved by engineered deformation of the 45 
consisting modules [21-23]. Hence, knowing the characteristics of each module is crucial when 46 
developing a metamaterial. The geometry, material composition, and spatial arrangement of 47 
modules are key factors that determine the behavior of modular metamaterials under different 48 
boundary conditions and loadings. Structures used as modules for the development of modular 49 
metamaterials vary from rotating rigid shapes [24-27], the wide range of honeycomb designs [28-50 
30], and re-entrant structures [31-33] to horseshoe-shaped structures [8], bio-inspired double-layer 51 
hinges [34], foldable obelisk-like units [21], helical structures [x5], and many other different designs 52 
[2,16,19,35,36].  53 

The aim of this study is to investigate the potential of pre-programmable compliant double-54 
spiral structures, which have been recently introduced by our team, when used as the modules of a 55 
metastructure. Adjustable design, multiple degrees of freedom, high extensibility, and reversible 56 
non-linear deformability are properties of the double-spirals that make them particularly interesting 57 
for the development of deformable structures [37]. We expect that pre-programmable double-spiral 58 
modules will enable us to control the mechanical properties of a metastructure in different 59 
directions in a passive-automatic way. 60 

Using the finite-element method (FEM), we simulate the mechanical behavior of a four-module 61 
metastructure under different loading scenarios. We also manufacture two modular metastructures 62 
using 3D printing and illustrate their performance in practice. Our results show that the 63 
combination of different double-spirals can lead to the tunable anisotropy, asymmetric behavior, 64 
pre-programmable shape change, spatial heterogeneity, and simple reconfiguration of the 65 
developed metastructure. 66 

 67 



2. Methods 68 

2-1. Modeling and finite-element analysis 69 

Following the method adopted by Jafarpour et al. [37], we used the equation of logarithmic spirals 70 
in the polar coordinate system (equation 1) to plot spiral curves using the programming software 71 
MATLAB (MathWorks). 72 

0
kr r e  ,           (1) 73 

In the above equation, 0r  is the radius of the spiral at 0  , and k  is the polar slope [38].  74 

We plotted two logarithmic spirals with different initial radii ( 0,1 13.5 mmr   and 0,2 15.0 mmr 75 

) but an equal polar slope ( 0.2k  ) from 0 to 1.5 pi radians. We then rotated them around the 76 
origin of the coordinate system by pi radian to generate two other spirals. These four spiral curves 77 
formed two spiral surfaces (Fig. 1a). After connecting the bases and the ends of spirals with straight 78 
lines, the plot was imported to the finite-element software package ABAQUS/Standard v. 6.14 79 
(SIMULIA) to develop the two-dimensional (2D) numerical model of the first double-spiral, named 80 
double-spiral 1 (Fig. 1b). 81 

The same procedure was used to develop a geometrically different double-spiral to investigate 82 
the behavior of a combination of double-spirals employed as the modules of a modular 83 
metastructure. We set the initial thickness, polar slope, and angle of rotation of the double-spiral 2 84 
to be 3 mm ( 0,2 0,1 15 12 3.0 mmr r    ), 0.1, and 3 pi radians, respectively (Fig. 1b). The values 85 

of the design variables were selected to obtain models with significantly different geometries. 86 
Double-spiral 1 is extremely shorter, thinner, and more curved compared to double-spiral 2. 87 

A modular metastructure, in which double-spiral modules were connected to blocks forming a 88 
square, was designed here (Fig. 1c). We employed two models of each double-spirals 1 and 2 to 89 
develop a four-module metastructure (Fig. 1d). We used this planar model to simulate its 90 
mechanical behavior subjected to in-plane loading scenarios in Abaqus. The model was meshed 91 
using four-node bilinear plane-stress quadrilateral elements with reduced integration (CPS4R). A 92 
mesh sensitivity analysis was conducted to set the size of the elements. The 0.1-mm elements 93 
resulted in accurate solutions in reasonable computational time. We used the self-contact 94 
formulation in Abaqus to define the physical contacts between interacting surfaces [39].  95 

The material properties of the thermoplastic polyurethane (Flexfill TPU 98A, Fillamentum 96 
addi©tive polymers, Czech Republic) presented in Table 1 were assigned to the model [40]. 97 



We used the Abaqus implicit solver to simulate the quasi-static behavior of the model under 98 
different loading scenarios. In all loading scenarios, the boundary conditions and loads were applied 99 
to the rigid blocks that were connected to the double-spirals. We avoided the large strain behavior 100 
of the elements and focused on reversible elastic deformations by limiting the load values. The 101 
following loading scenarios were simulated to characterize the performance of the spiral-based 102 
modular metastructure (Fig. 2):  103 

(1) Tension: In this loading scenario, we once extended the model in the vertical and then in 104 
horizontal directions (with respect to the horizon). In both cases, we clamped the model on one 105 
side and pulled them on the opposite side until the double-spirals reached their maximum lengths 106 
(Fig. 2a).  107 

(2) Compression: Here we compressed the model twice in two perpendicular directions, while 108 
the blocks on the opposite side were fixed (Fig. 2b). The compression was accomplished by 109 
applying a 2-N force. 110 

(3) Rotation: Under rotation, the model was clamped at the two opposite blocks b1 and b3, and 111 
then only one of the two other blocks, i.e., b2, was subjected to a counterclockwise (CCW) moment 112 
(equal to 50 N.mm). Under the same loading and boundary condition, we then rotated the same 113 
block clockwise (CW) (Fig. 2c). 114 

(4) Sliding: In this loading scenario, first we fixed the blocks on one side, here b1 and b4, and 115 
pulled one of the two other blocks, i.e., b3, downward by 50 mm, whereas b2 could move only 116 
vertically. We then clamped the model at a different side, i.e., b3 and b4, and pulled b2 horizontally 117 
to reach the same displacement, while b1 was restricted in the vertical direction (Fig. 2d). 118 

 119 

2-2. Prototyping and mechanical testing 120 

We manufactured two double-spirals from the numerical simulations, with an FDM 3D printer 121 
(Prusa i3 MK3S, Prusa Research, Praha, Czech Republic) to test their behavior and validate the 122 
results of the simulations. Double-spirals and fixtures were printed using a semi-flexible 123 
polyurethane filament (Flexfill TPU 98A, Fillamentum addi(c)tive polymers, Czech Republic) and 124 
a polylactic acid (PLA) filament (Prusa Research, Praha, Czech Republic), respectively. A 125 
ZwickiLine uniaxial testing machine (Zwick Roell, Ulm, Germany) equipped with a 500 N load cell 126 
(Xforce P load cell, Zwick Roell) was used to quantify the tensile behavior of the manufactured 127 
double-spirals. Three specimens of each double-spiral were tested each three times under the same 128 
loading and boundary conditions used in the numerical simulations of the tension (Fig. 3). 129 



In the next step, we fabricated three double-spirals with distinct geometries using TPU filament 130 
and connected them to each other using connecting blocks made of PLA to develop modular 131 
metastructures with adjustable properties. We then tested their mechanical performance in practice. 132 
The values selected for design variables to obtain 3D models of the double-spirals, and 3D printing 133 
settings are given in Table 2. We assembled the printed parts to make a beam-like and a cubic 134 
metastructure and characterized their behavior in two different experiments. First, we fixed one 135 
end of the beam structure and applied a 250-N.mm moment to its other end to investigate its 136 
behavior in bending (Fig. 4). Then we used our uniaxial testing machine to quantify the 137 
compressive behavior of the cubic structure in three different directions (Fig. 5).  138 

 139 

3. Results 140 

3-1. Finite-element analysis 141 

The double-spirals, their arrangement in the presented metastructures, and used loading scenarios 142 
are only a few examples of the many potential combinations of design, loading, and boundary 143 
conditions. We presented these specific combinations to illustrate the potentials of our modular 144 
metastructure for a range of practical applications. 145 

The force-displacement diagram resulted from the simulation of tension showed that both 146 
tensile force and displacement in the vertical direction were about twice those in the horizontal 147 
direction (Fig. 2a). The force-displacement diagram corresponding to the compression showed 148 
that the metastructure was about six times more compliant under compression in the horizontal 149 
direction than in the vertical direction (Fig. 2b). These two loadings show the anisotropy of the 150 
developed metastructure. 151 

Rotating a block of the model (b2 in Fig. 2c) in two opposite directions (CW and CCW) 152 
demonstrated its asymmetric behavior. Although the rotational deflections of b2 subjected to the 153 
same moment in two directions were not much different, the work required for the CCW 154 
deformation was about four times that for the CW deformation. The moment-rotation diagram 155 
shows the different stiffnesses of the metastructure in the two directions and their variations as the 156 
deformation increases (Fig. 2c). 157 

The force-displacement diagrams illustrate the non-linear behavior of the metastructure, related 158 
to the specific phases of the deformation of the double-spirals under different loading scenarios 159 
(i.e., initial clearance, unrolling, and unfolding) [37]. The tension and rotation of the metastructure 160 



in two different directions occur with an inversion of anisotropy. In tension, 0.5-N force is enough 161 
to unroll the double-spiral 1 horizontally and reach the high-stiffness unfolding phase (around 60-162 
mm displacement). However, the vertical 0.5-N force extends the double-spiral 2 by only 10 mm. 163 
Nevertheless, the metastructure has higher extensibility in vertical direction when is subjected to 164 
larger tensile forces. The same scenario lies behind the inversion of anisotropy in the CW and CCW 165 
rotations of the metastructure. 166 

We used the sliding scenario to indicate the behavior of the free block which was not loaded 167 
(b2 in the vertical sliding and b1 in the horizontal sliding, Fig. 2d). In the vertical loading, the 168 
displacement of the loaded block (b3) led to almost the same displacement of the free block (b2). 169 
However, in the horizontal loading, when we moved the block (b2) horizontally, the free block 170 
(b1) did not move and therefore the whole structure showed a different deformation pattern 171 
compared to the vertical loading (Fig. 2d). 172 

 173 

3-2. Prototyping and mechanical testing 174 

Here, we 3D printed the double-spirals used in numerical simulations and characterized their tensile 175 
behavior experimentally to verify the validity of the simulations. To this goal, we averaged the 176 
force-displacement curves from the experiments (n=9) and compared that to the numerical force-177 
displacement curve (Fig. 3). We measured the quality of the fit by comparing the average force 178 
values resulted from the two methods at the same displacements. The comparisons show that for 179 
both double-spirals, a good agreement exists between the numerical and experimental J-shaped 180 
curves. 181 

Two spiral-based metastructures were manufactured and tested in the next step. First, a beam-182 
like modular metastructure was developed using double-spirals 1and 2, that were horizontally 183 
connected to three blocks (Fig. 4). Two geometrically different double-spirals were employed in 184 
eight arrangements. Fixing one end of these structures and applying an equal moment to their free 185 
end resulted in different deformation patterns. The deflection of the middle point of beams varied 186 
from 21 mm to 55 mm, and the deflection of their tip varied from 53 mm to 118 mm. This 187 
demonstrates the asymmetric behavior and tunable structural stiffness of the developed structures 188 
that results from the different combinations of two double-spirals with different thicknesses, 189 
lengths, and polar slopes.  190 

We then used the double-spirals 1, 2, and 3 to connect eight blocks in the form of a cube and 191 
developed three cubic modular metastructures (Fig. 5a). The first cube was made up of double-192 



spiral 1 only and was expected to have the same compressive stiffness in all three directions of the 193 
Cartesian coordinate system (Fig. 5a-i). The second cube, consisted of double-spirals 1 and 2, 194 
could behave the same in x and z directions, but different in y direction (Fig. 5a-ii). 195 

To have a cubic metastructure with a specific mechanical characteristic in each direction, we 196 
used four of each double-spirals 1, 2, and 3 and developed the third cube (Fig. 5a-iii). The 197 
compressive behavior of this cube was quantified in three directions (Fig. 5b). We placed it 198 
between two plates and used a 100-N force to displace one plate towards the other one that was 199 
fixed. Repeating this test five times in each direction resulted in 2.9 (± 0.1) mm, 9.3 (± 0.3) mm, 200 
and 13.9 (± 0.4) mm displacement of the plate in x, y, and z direction, respectively. The 201 
compression of the double-spirals starts with a low-stiffness deformation phase, which origins from 202 
the free space between their coils, and continues with a gradual increase in the stiffness, which 203 
results from the contact between the coils [37]. The different compressive behaviors of the 204 
metastructure in x, y, and z directions are mainly caused by the different free space between the 205 
coils of the double-spirals and their thicknesses, which can be adjusted by changing the values of 206 
the design variables. 207 

 208 

4. Discussion 209 

Modular metastructures consisting of exchangeable modules can be used in different applications 210 
in which simple adjustability is a requirement. In this study, we used only two/three geometrically 211 
different double-spirals as modules of spiral-based modular metastructures to obtain distinct 212 
mechanical behaviors under the same load. Our results showed that the geometrical design 213 
variables of the double-spirals can be used to pre-program the behaviors observed. The spatial 214 
arrangement of the double-spirals, type of loading, and boundary condition determine the behavior 215 
of the spiral-based modular metastructure. 216 

Using our double spirals in the developed metastructure enabled us to tune the stiffness of the 217 
metastructure in different directions, as well as how it changes during the application of the external 218 
loads. Our results illustrated the high reversible extensibility, variable stiffness, anisotropy, and 219 
asymmetric behavior of the developed metastructures. We could tune all these features by changing 220 
the design variables of the double-spirals and controlling the structural stiffness in each direction. 221 
These characteristics can be a great advantage to many engineering structures, such as mechanical 222 
hinges [41,42] biomedical implants [16], asymmetric casts and splints [43], flexible body armors 223 
[44], and load-bearing yet collision resistance kites [45].  224 



Programmed shape change in response to mechanical loads is another interesting property of 225 
the metastructures. Shape changes can enable engineering structures to transform into predictable 226 
shapes when loaded, to change their performance and/or improve their efficiency [19,20]. In this 227 
study, the sliding loading scenario conducted horizontally and vertically resulted in two different 228 
deformation patterns (Fig. 2d). The difference is due to the internal boundary condition that 229 
double-spirals passively apply on each block. Numerical and experimental results suggest that this 230 
shape change can be pre-programmed by using different double-spirals with suitable geometrical 231 
design variables (Fig. 2d, 3). Varying the orientation of the modules from the horizontal and 232 
vertical directions to angled directions is another strategy that can also change the local boundary 233 
condition on the blocks and influence the behavior of the metastructure. 234 

Since the modular metastructure developed here comprises individual modules, the dimensions 235 
of the metastructure can be easily changed by adding or removing double-spirals. Employing 236 
double-spirals with various mechanical behaviors in a larger structure could result in the spatial 237 
heterogeneity or gradient of properties. However, there is a constraint against increasing this 238 
heterogeneity. Complex aperiodic architectures could hinder the desired functionality of a structure 239 
and prevent its coherent and predictable response [19,x6]. Therefore, any design should provide a 240 
trade-off between the high level of controllability and complexity. 241 

In this study, we presented the concept of using compliant double-spirals as the modules of a 242 
modular metastructure. The results showed the potential of double-spirals for this purpose. 243 
Considering that our simulations were conducted on small assemblies of double-spirals, future 244 
studies should focus on characterizing the behavior of spiral-based metastructures in large scales. 245 
A combinatorial design theory [19], an inverse-design method [x6], and a structural stiffness matrix-246 
based computational method [x7,x8] are a few examples that can be used to predict the mechanical 247 
behavior of large spiral-based modular metastructures. Further investigations should examine the 248 
performance of the double-spirals with different geometries and material compositions under long-249 
term loadings. Artificial intelligence (AI) has progressed the research on metamaterials and their 250 
applications [x3], and can be used in the future studies to obtain double-spirals with geometries 251 
optimized for specific applications. The arrangement of the modules in the developed 252 
metastructure is another factor that remains to be tested to improve the mechanical behavior of 253 
the metastructure. 254 

 255 

5. Conclusion 256 



In this article, we presented a modular metastructure that consists of compliant double-spirals and 257 
investigated its mechanical behavior under different loading scenarios. Our results showed that by 258 
combining double-spirals in specific configurations, we can exploit desired properties, including 259 
tunable anisotropy, asymmetric behavior, pre-programmable shape change, and spatial 260 
heterogeneity, besides the advantageous features of single double-spirals, such as simply adjustable 261 
design, multiple degrees of freedom, high extensibility, and reversible non-linear deformability. 262 
Furthermore, if any unexpected modification is necessary, the use of independently exchangeable 263 
modules in the modular metastructure makes its reconfiguration feasible. Individual double-spirals 264 
could be printed fast at low costs using a single material and be readily assembled. The 265 
metastructure presented in this study can offer an alternative design for engineered materials that 266 
are currently in use in various engineering fields. Compact, yet highly extensible double-spirals 267 
make the metastructure adequate for aerospace engineering products which need to be portable 268 
and stowable. Highly tunable non-linear deformations of the spiral-based metastructure in different 269 
directions suggest it could provide an efficient solution to the development of biomedical 270 
engineering devices for rehabilitation. The metastructure comprised pre-programmable double-271 
spirals, which control the motion of components in a passive-automatic way, could be of particular 272 
interest in articulated robots. 273 
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Tables 424 

Table 1. Mechanical properties of the thermoplastic polyurethane filament (Flexfill TPU 98A, 425 
Fillamentum addi©tive polymers, Czech Republic) [40]. 426 

Density (kg/m3) 
1230 

Poisson’s ratio 
0.3 

Stress (MPa) Strain 
0 0 

12.1 0.1 
22.1 0.5 
28.4 1.0 
37.8 3.0 

 427 

  428 



Table 2. Double-spiral models developed for 3D printing, besides their corresponding values of 429 
design variables, and settings used for 3D printing. 430 

3D modeling 

Developed double-spirals 

Double-spiral 1 Double-spiral 2 Double-spiral 3 

   

Design variables 

Polar slope 0.10 0.20 0.05 

Initial thickness (mm) 3.0 2.5 1.0 

Angle of rotation (rad) 3π 1.5π 4π 

Extrusion height (mm) 20 20 20 

3D printing settings 

Filament type Thermoplastic polyurethane Polylactic acid 

Filament name Flexfill TPU 98A PLA 

Produced by 
Fillamentum addi(c)tive polymers, 

Czech Republic 
Prusa Research, Praha, 

Czech Republic 

Filament diameter (mm) 1.75 1.75 

Nozzle diameter (mm) 0.4 0.4 

Extrusion temperature (°c) 240 215 

Bed temperature (°c) 50 60 

Layer height (mm) 0.2 0.2 

Fill pattern Gyroid Gyroid 

Fill density (%) 20 20 

 431 

 432 

 433 

  434 



Figure captions 435 

Fig 1. Development of the 2D model of the double-spirals and four-module metastructure. a) 436 
Plotting four spiral curves to generate two spiral surfaces for developing double-spiral 1. b) Double-437 
spiral 1 and 2 models. c) A modular metastructure consisted of double-spiral modules connected 438 
to blocks. d) Employing double-spirals 1 and 2 to develop a four-module metastructure. 439 

Fig 2. Simulation of the mechanical behavior of the four-module metastructure model. Results are 440 
given for the following loading scenarios: in-plane a) tension, b) compression, c) rotation, and d) 441 
sliding. Shaded areas show the fixed boundary conditions, and arrows show the direction of the 442 
applied loads. 443 

Fig 3. 3D printing and testing two double-spirals from the numerical simulations. Comparison of 444 
the force–displacement curves and force values obtained from the numerical and experimental 445 
tensile tests on the double-spirals 1 and 2. 446 

Fig 4. 3D printing and testing a beam-like modular metastructure. Eight structures were developed 447 
using double-spirals 1 and 2 arranged in eight different ways. The structures were fixed at one end 448 
and a 250-N.mm moment was applied to their free end. Shaded area shows the fixed boundary 449 
condition, and the arrow shows the direction of the applied moment. The deflections of the loaded 450 
structures can be compared using the displacement values written next to the blocks and the 451 
diagrams illustrating their deflections all together. 452 

Fig 5. 3D printing and testing a cubic modular metastructure. a) three cubes were developed using 453 
double-spirals 1, 2, and 3. b) The third cube was placed between two plates, and a 100-N force was 454 
used to displace one plate towards the other one that was fixed. The force-displacement diagrams 455 
show the anisotropic behavior of the cubic metastructure in x, y, and z directions. 456 
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 458 

Fig 1. Development of the 2D model of the double-spirals and four-module metastructure. a) Plotting four spiral 459 
curves to generate two spiral surfaces for developing double-spiral 1. b) Double-spiral 1 and 2 models. c) A modular 460 
metastructure consisted of double-spiral modules connected to blocks. d) Employing double-spirals 1 and 2 to develop 461 
a four-module metastructure. 462 
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 464 

Fig 2. Simulation of the mechanical behavior of the four-module metastructure model. Results are given for the 465 
following loading scenarios: in-plane a) tension, b) compression, c) rotation, and d) sliding. Shaded areas show the 466 
fixed boundary conditions, and arrows show the direction of the applied loads. 467 
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 470 
Fig 3. 3D printing and testing two double-spirals from the numerical simulations. Comparison of the force–471 
displacement curves and force values obtained from the numerical and experimental tensile tests on the double-spirals 472 
1 and 2. 473 

 474 

 475 

 476 

 477 

 478 
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 480 

Fig 4. 3D printing and testing a beam-like modular metastructure. Eight structures were developed using double-481 
spirals 1 and 2 arranged in eight different ways. The structures were fixed at one end and a 250-N.mm moment was 482 
applied to their free end. Shaded area shows the fixed boundary condition, and the arrow shows the direction of the 483 
applied moment. The deflections of the loaded structures can be compared using the displacement values written next 484 
to the blocks and the diagrams illustrating their deflections all together. 485 

 486 



 487 

Fig 5. 3D printing and testing a cubic modular metastructure. a) three cubes were developed using double-spirals 1, 2, 488 
and 3. b) The third cube was placed between two plates, and a 100-N force was used to displace one plate towards the 489 
other one that was fixed. The force-displacement diagram shows the anisotropic behavior of the cubic metastructure 490 
in x, y, and z directions. The average values of the maximum displacement (n=5) and their standard deviations are 491 
written next to the corresponding curves. 492 


